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PREPARATION AND PROPERTIES OF CONCENTRATED BORON-
HYDROCARBON SLURRY FUELS

By Irving A. Goodmaen and Virginis 0. Fenn

SUMMARY

Fluid slurry fuels were prepared, containing 50 to 60 percent by
weight of boron powder of l-micron average particle size in JP-4 and
JP-5 fuels. The boron-hydrocarbon mixtures were fluidized by means of
glycerol sorblitan laurate, a surface-active agent, and stebilized with
small emounts of aluminum octoate, a gelling agent. Duplicate batches
prepared with ldentical materials on the same day had closely similar
properties.

The useful life of a slurry 1s approximsted by the age at which the
settled portion of the slurry can no longer be readily redispersed. Sat-
isfactory stability for up to 6 months was observed for several slurries,
but since some of these slurries were still in a satisfactory physical
state at the time of publication of this report, the maximum total useful
life was not determined.

The viscosity at low rates of shear varied with the age of the slur-
ry, but did not follow the same pattern for all slurries. Some slurriles
reached a maximum vlscosity very rapidly, then dropped off graduslly from
this peak; some did not reach a viscosity peak for 1 or 2 weeks before
leveling off or dropping; others remained at & fairly constant viscoslty
level for prolonged periods; while still others exhibited somewhat erratic
viscosity behavior.

The apparent viscosity of the slurry at low rate of shear increased
with incresassing boron and aluminum octoste concentrations, but decreased
with increasingzxxmentration of glycerol sorbitan laurate. The JP-5
slurries seemed to exhibit a slightly higher viscosity than the corre-
sponding JP-4 slurries, probably because of the higher density of the
JP-5.

For a given composition, the viscosities of slurries prepared with
boron powders conteining traces of acid were considerably lower than
for those prepared with essentiaslly neutrel powder. The stability of
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glurries prepered with the acidic powders was generally poorer, particu-
larly in the case of one boron sample which had a relatively high
moisture content. -

INTRODUCTION

As part of a program involving the preparation of concentrated,
stable, fluld slu¥ries of solids of high heat content in hydrocarbons,
and the evaluation of these slurries as fuels for ram-Jjet and after-
burner applications, an investigation was undertaken to prepare and
study the properties of such slurries containing boron powder as the
solid component. The sttributes of a desirsble slurry for ram-jet fuel
spplications are outlined in an earlier report (ref. 1). The investi-
gation of boron as a component of such a fuel was undertaken because of
its relatively high heat of combustion, making it attractive on both a
weight and a volume basis for long-range flight appllication (ref. 2).

Previous reports (refs. 3 to 6) describe the preparation and the
combustion of boron slurries containing 30 to 50 percent by weight of
boron powder. The boron used in most of this earlier work was supplied
from a varlety of sources and had sppreciable dilfferences in purity and
particle size. At a later date, a single source of high-grade boron
powder became available in sufficient quantities to supply the needs of
an extensive fuel-evaluation program. It then became desirable to
undertake s study of the numeérous factors affecting the preparation and
the properties of slurries containing this material. Since the need in
the combustion field is in the direction of maximum boron concentration,
the study was limited to boron concentrations of 50 percent by welght
or gresater. i

When mixed with 50 percent of MIL-F-5624A, grade JP-4 fuel, or simi-
lar hydrocarbon fuel, this boron powder yielded an almost completely dry,
pasty mass, entirely unsatisfactory for practical use as a fuel. The
addition of small quantities of certain surface-active agents had the
effect of fluidizing the mixture very markedly. The rapid settling of
the powder resulting from this fluidization necessitated the addition of
small amounte of & gelling agent in order to control the viscosity and
to improve the stability of the slurry. With this combination of addi-
tives, it was also observed that the settling which di@ occur as the
slurry aged was frequently in the form of a soft, easily redispersed

layer.

The present work is a study of the effects of varylng the concentra-
tion of the specific surface-active agent, the gelling sgent, and the boron
powder on the physical characteristics of the slurry, as indicated by
apperent viscosity measurements at a low rate of shear. Also included
in this study are: (1) the development of & suitaeble method of slurry
preparation, (2) a check on the reproducibility of this method, (3) an
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examination of the variatlons resulting from & change in the lot or drum
of boron powder used, (4) an investigation into the effects of changing
the hydrocarbon component from grade JP-4 to JP-5 fuel, and (5) a pres-
entation of viscosity data obtained by different methods.

MATERTATS

Boron. - The boron powder used was a commerciael product prepared by
the thermal reduction of boric oxide with magnesium. Analysis of g large
number of samples from various drums showed that the purity ranged from
87 to 91 percent free boron. Among the known impurities were magnesium,
oxides of boron, moisture, and as was later detected in some of the
samples, traces of acid. Average particle sizes ranged from approxi-
mately 0.6 to 1.4 microns, as determined with the air permeability method
by the Fisher Sub-Sieve Sizer. Analyses of samples from the six differ-
ent containers used in this investlgation are given in table I. Elec-
tron micrograephs of a sample of the powder are shown in figure 1. The
major portion of the work was done with two 20-pound drums (1 end 2) of
powder having similar properties.

As may be noted from table I, the major single difference in prop-
erties among the six boron samples examined appears to be acidity. This
was measured as the pH of the water solution obtained by stirring 1 gram
of boron powder into 100 milliliters of distilled water, then filtering.
The acid, which is present in very small amounts, results from a step
in the boron production process involving flotation in an acidic solution
(ref. 7). Three of the six samples examined gave pH values appreciably
below the average of 5.35 to 6.0 for the distilled water used. One of
these also had a moisture content considerably higher than the others,
as indicated by weight loss after heating for 1 hour at 10s° C.

Additives. - The gelling agent used was aluminum octoate (“fast
gelling™), an aluminum chloride precipitated soep produced from 2-
ethylhexoic acid, by the Witco Chemical Company. To avoid veriations
which might be introduced when changing from one lot to another, enough
material for the entire investigation was withdrawn from a 50-pound con-
teiner and stored in & tightly closed gallon can. Smsll amounts of thils
material were withdrawn from time to time and placed in a small bottle
for use in current slurry preparation. Analysis of this material is
presented in table 1I.

The surface-active agent used throughout this investigation was
glycerol sorbitan laurate, produced by the Atlas Powder Company and
designated by the trade name, G-672. At room temperature, this mate-
rial is an amber-colored, viscous liquid with a demnsity of 1.00 to 1.05
grams per milliliter and viscosity of 1800 to 2000 centipoises. As in
the case of the gelling agent, all the material used 1n the investiga-
tion was part of a single lot.




Security Classification of This Report Has Been Cancelled

NACA RM E54F18a

Hydrocerbon medium. - With the exception of a small group of samples
prepared with JP-4 fuel for purposes of comparison, JP-5 fuel was used
throughout the investigation. Prior to use in this study, both fuels had
been percolated through columns packed with activated alumina. Analyses
and properties of these fuels before treatment, except as noted, are
presented in table III.

APPARATUS

Mixing procedure. - It was eXtremely difficult or impossible to
prepare most of the slurries by manual stirring with a spatula or by
the use of any conventionasl laboratory meéhanical mixer. The powder
was apparently not reedily wetted and the resulting mixture was a dry
pasty mass. A high-speed commercially-produced mixing unit, especially
designed for difficult dispersing problems, was found to be satisfactory
for intensive nmixing. A 1/2 horsepower métor drives a l-inch stainless-
steel mixing head on & 1/2 inch shaft, a8 illustrated in figure 2. The

speed can be continuously varied from zerc to 8000 rpm by means of a

transformer.

Viscometers. - There are a large number of viscometers on the mar-
ket, each with its own modifications, esdventeges, and disadvantages,
designed for use wlth materials of the type itreated in this report. The
three instruments used in this work yleld Three different kinds of data
and are fairly typical of the type of instrument they represent. It
should be emphasized, however, that practically every instrument in this
field differs in some respect from every other and that these three
instruments were used because they were avgilable and well known.

(1) A model LVF Brookfield Synchrolectric rotational viscometer was
used to follow changes 1in apparent viscosity at low rates of shear
(< 10 sec~ 1) with time. Because of the speed and simplicity of opera-
tion, most of the data reported herein were obtained with this viscome-
ter. The instrument, 1ts method of operatlon, end precision are

described fully in reference 1. - - -

(2) The Severs Extrusion Rheometer mey be used to determine varia-
tions in shearing stress with rate of shear for a slurry, based on
changes in flow rates through a tubular orifice with stepwise varia-
tions in applied air pressure. This instrument is particularly suited
to operation at high rates of shear. It is described and illustrated
in reference 1, which also explains how apparent viscosity values may
be computed from shearing stress - rate of shear data.

(3) The Stormer rotational viscometer (fig. 3) is a modified ver-
sion of the standard instrument distributed by the Central Scientific
Company. It operates at fairly low rates of shear and allows for
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stepwise variastion in shear rate by the successive addition of weights.
The modificatlion consists of the replacement of bob and cup supplied by
the manufacturer. The cylindrical cup is made of brass and has a diame-

ter of 1.1395 inches and a length of about 2% inches. The cylindrical

bob is solid stainless steel wlth a diameter of 1..0225 inches and a
length of 1.577 inches. The clearance between centered bob and cup is
0.0585 inch or 1.49 millimeters.

EXPERIMENTAL
Slurry Composition Variasbles

As indicated before, each slurry consists of a mixture of four dif-
ferent ingredients, including (1) boron powder, (2) aluminum octoate,
(3) glycerol sorbitan laurate, and (4) hydrocarbon fuel. It wes there-
fore desirgble to investigate the effect of varying the concentration
and, in some ceses, the properties, of each of these components on the
properties of the slurry.

A minimm of 50 percent boron is required to realize appreciable
advantages as a fuel with respect to theoretical heat release. Prelimi-
nary experiments dictated the practical range of concentration of the
additives based on the fluldlity of the resultant slurries. The hydro-
carbon concentration was always the difference between 100 percent and
the sum of the boron and additive concentrations.

The following table Indicates the ranges over which these concen-~
trations were varied to meke up the samples studled in this investiga-
tion. All numbers indicate weight percent of & given comnstituent.

Boron Aluminum Glycerol JP-4 JP-5
octoate sorbitan
laurate
50 0.2 to 0.4 1.4 to 2.0 47.6 to 48.4
.3 .5 to 4.0 45.7 to 49.2
.3 1.6 48.1
.3 1.6 48.1
55 0.1 to 0.3 |1.4 to 2.0 42.7 to 43.5
1l to .3 1.4 to 2.0 [ 42.7 to 43.4
60 0 to 0.2 {1.6 to 2.0 37.8 to 38.4
50 to 64 0 2.0 34 to 48
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Two sets of slurries, ldentical except for JP fuel used, were pre-
pared to provide a comparison of slurry properties with JP-4 and JP-5 as
carrier fuels. Three samples were made with JP-4 and three with JP-5
The results of the viscosity measurements for each set of slurries were__
used to evaluate the reproducibility of the.results of this Investigation.

Another varisble studied was the acidity of the boron powder. The
effect of this variable on the viscosity and the useful life of slurries
was investigated by meking slurries with four samples of powder which
had different acidities &s measured by the pH of an agqueocus extract of
the powder. The composition of all slurries in this partlicular set was
50 percent boron, 1.6 percent glycerol sorbitan lasurate, O 3 percent

aluminum octoate, and 48.1 percent JP-5. ’ )

As the result of a preliminary series of studles involving princi-
pally the order of addition of the various slurry components, the fol-
lowing procedure for slurry preparation was developed as the most satis-
factory, and was used throughout this program:

The gelling agent is weighed carefully to 0.1 gram and added to a
clean, tin-plated, paint can (l-pint capacity) A weighed amount of
hydrocarbon is poured over the gelling agent -and the mixture is stirred
for 1 minute with the mixling unit to insure uniformity. The surface-
active agent 1s welghed directly into the mixture, which ie stirred again,
as described. The boron powder is weighed into a separate contalner. It
is then added graduslly to the mixture, accompanied by occasional stir- ~
ring with a spatula, until the mixture becomes too thick to stir manu-
ally. It 1s then stirred with the mixing unit until 1t becomes more )
fluid. Again boron is added until a thick paste results, and the mixing
unit is used as before. This procedure is repeated until all the boron
powder has been added. Unwetted boron powder frequently collects in the
mixing head, partially clogging the slots and holes. After all the boron
powder has been added, the boron remaining in the head 1s scraped out
and sdded to the slurry. The slurry is further mixed at high speed,
until it is smooth and free from lumps. The total slurry weight was
400 grams for the 50 percent and 500 grams for the 55- and 60-percent-
boron slurries. - o -

Measurement of Viscosities of Slurries

Brookfield viscometer. - Brookfield apparent viscosity determina-
tions were mede for each sample on the morning following the day of
preparation and repeated approximately weekly thereafter until the
sample was discarded. The sample wes discarded when the settled portion
of the slurry became so hard and difficult ta redlsperse that it was
deemed of little practical value to extend the data any further. Prior
to each viscosity determination, the physical appearance of the slurry

K

i



Security Classification of This Report Has Been Cancelled

was noted qualitatively, and the slurry was carefully stirred with a
spatula until it appeared to be homogeneous. All the viscosities were
measured without the use of the spindle guard.

Severs Rheometer. - Data were obtained on this instrument only for
selected samples, since there was insufficient materisl in a given sample
for both Brookfield spparent viscosity-time data and Severs Rheometer
studies. The data reported herein were obtained 1 day after the slurry
was prepared. The orifice selected for a given experiment was the small-
est (in diameter) through which steady flow could be maintained. The
weight of slurry flowing through the orifice in a measured time was
recorded for each of several applied air pressures, starting with the
lowest pressure which would Just initiate flow. These welghts were
converted to volumes on the basis of computed slurry densitles, and the
volume rates of flow, along with pressure values and orifice constants,
were used to calculate shear stresses, shear rates, and apparent
viscosities.

L82¢

Stormer viscometer. - Measurements were made 1 day after the samples
were prepared. The procedure used in obtaining data on this instrument
may be generalized as follows:

A sufficlent quantity of slurry is poured into the cup, so that when

the cup is railsed to where the bottom is Just 1.0 centimeter from the
bottom of the bob, the top of the bob 1s immersed in the slurry. A
thermostatically controlled heater maintains the desired temperature of
approximately 30° ¢ in the water bath which houses and supports the cup.

v Starting with a weight on the holder sufficient to ceuse rotation of the
bob &t the rate of at least 2 rpm, the time required for the bob to
rotate a whole number of revolutions (2, 5, 10, 20, 50, or 100) in a

N convenient length of time (no more than 2 minutes) is measured by a stop
watch. This operation is repeated as rapidly as possible with successive
additions of 100-gram weights until a rotational speed of approximately
20 rps is attained or a meximum total weight of 3100 grems has been
applied, whichever occurs first. The reverse procedure is then started
immediastely by removing weights, 100 grams at a time, and meessuring ro-
tational speeds for each applied welght, as before. Data are plotted as
revolutions per second against weight applied, and usually give two
curves, the so-called "up curve" comnecting points obtained as weights
were added, and "down curves", as weights were removed.

RESULTS AND DISCUSSION

The results showing the effect of ingredient concentration on
- Brookfield apparent viscosity of the slurries are presented by means of
viscosity measurements teken 1 day after the semple was prepared. These
data are shown as curves, with Brookfield apparent viscosity plotted
" against concentration of a single ingredient with all other factors held
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constant. The change in Brookfield gpparent viscosity with time is pre-
sented to0 compare the slurries on the basgls of rate of gel breakdown.
Viscosity 1s plotted against time, and the results are discussed as they
appeer to be related to the composition of the slurry semple. Data for
change of apparent viscosity with rate of shear are presented to 1llus-
trate the behavior that might be exhibited by slurry fuels when subjected
to varylng rates of shear as they flow through the component parts of the
fuel system. Change of viscosity with rate of shear is dlscussed in re-
lation to slurry composltion.

Reproducibility of Staebilized Boron Slurries

Successlive batches of slurrles of identical composition made from
the same lots of ingredients had closely similar Brookfileld apparent
viscosities. Table IV shows the results obtalned for two sets of three
slurries each, one set prepared using JP-4, the other using JP-5 fuel
as the hydrocarbon medium. All the slurries contained 50 percent boron,
1.6 percent glycerol sorbitan laurste, and 0.3 percent aluminum octoste,
and were prepared on the same day, using the same lot of each ingredient.
The Brookfield apparent viscosities of the JP-4 slurries 1 day after
preperation ranged from 6120 to 6700 centlpoilses, the mean viscosity was
6495 centipoises, and the averasge deviation from the mean was 250 centi-
polses. The viscositles of the JP-5 slurries 1 day after preparation
renged from 11,500 to 13,900 centipolses, the mean viscoslty was 12,600
centipolses, and the average deviaetion from the mean was 885 centipoilses.

Somewhat larger variations in results were sometimes noted among
identical slurries prepared sccording to the same procedure on different
deys. This increase in variation is due possibly to changes in humidity
causing increased moisture absorption which could significantly affect
the gelling properties of the aluminum octoate. These effects were not
further investigeated.

Evaluation of Ugseful Life of Slurries

An attempt was made to estimate the length of time during which a
given slurry may be considered to be useful as a fuel. None of the
slurries prepared were permanently stable in the sense that there was
no settling. The settled portion which did form, however, was of such
a conslistency that it could be readily redispersed. This settled portion
usually became harder and harder es time passed until it was extremely
difficult to redisperse. Viscoslty determinations were discontinued at
this point, and the slurry sge at which this ls done was arbltrerily
considered to be the useful life.

3287
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Satisfactory stablility for as long as 6 months was observed, but
the maximum useful 1life is not known, since some of the most stable
slurries had not yet been discarded at the time of publication of this
report. In general, the higher the peak viscosity of a slurry, the
longer 1s its useful life.

Factors Affecting Physical Properties of Boron Slurries

Concentration of boron. - Five slurries were prepared, each con-
taining 2.0 percent glycerol sorbitan laurate (no aluminum octoate) with
boron concentrations of 50, 55, 58, 60, and 64 percent by weight in JP-4
fuel. In the absence of eluminum octoate, it is possible to prepare
slurries with greater than 60-percent-boron concentration, but the sta-
bility of such slurries is very poor. The Brookfield apparent viscosi-
ties 1 day after preparation are plotted in figure 4, and show an
exponential increase with increase in boron concentration. A similsr
plot is presented for slurries containing 50, 55, and 60 percent boron
in JP-5 fuel, with 2.0 percent glycerol sorbitan laurate and 0.2 percent
aluminum octogte. The viscosities are lower for the corresponding boron
slurries containing no sluminum octogte because of the hydrocarbon-
gelling action of the alumlinum octoate. An exponential increase in
viscosity with increasing boron concentration is again indiceted.

Concentration of sdditives. - In flgure 5 is shown the effect of
increasing aluminum octoate concentration on the Brookfield apparent
viscoslty of 50, 55, and 60-percent-boron slurries in JP-5 fuel, for a
given concentration of glycerol sorbitan laurste. A definite incresase
in viscosity 1s noted for each successive increase in sluminum octoate
concentration except for the lowest concentration of aluminum octoate,
0.1 percent. A concentration of 0.1 percent is apparently insufficient
to demonstrate a thickening effect, as indicated by the fact that the
60-percent-boron slurry containing 0.1 percent aluminum octoate has a
Brookfield gpparent viscosity very close to that of the corresponding
slurry containing no aluminum octoate.

In figure 6, the effects of varying glycerol sorbitan laurate con-
centration, within e relatively narrow range, on the Brookfield apparent
viscositles of 50- and 60-percent-boron slurries in JP-5 fuel, with
eluminum octoate concentration as a parameter are presented. Since two
different drums of boron were used in prepering duplicate samples, the
plotted polnts are designated according to the drum of boron from which
the sample was prepared. Over the range of glycerol sorbitan laurate
concentration investigated, the effects are not very pronounced, nor
do they appear to be consistent. Actually, comsidering the fact that
all the samples were not prepared on the same day, whatever variations
are indicated could have been caused by day-to-day changes in certain
external factors such as humidity.
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The gross effects caused by relatively large changes in glycerol
sorbitan laurate concentretlion may be noted in figure 7, in which are
plotted viscosity data for 50-percent-borofi slurries in JP-5 fuel, with
0.3 percent aluminum octoate, and glycerol sorbiten laurate concentra-
tions ranging from 0.5 to 4.0 percent by weight. The boron powder used
for this set of samples came from drum 6. ' o

These data show that there is a significant effect on viscosity
when the glycerol sorbitan laurate concentration is chenged in larger
increments, at least for the specific boron and aluminum octoate con-
centrations studied. Successive decresses in Brockfield spparent vis-
coslty are observed as the glycerol sorbitan laurate concentration is
increased by increments of 0.5 to 1 percent. It msy also be noted that
the portion of the curve between the limits of 1.4 and 2.0 percent is
relatively flat compared with the steep portions on either side of these
l1imits. This difference in slope confirms the results shown in figure 6,
which indlcate the relatively insignificant effect of glycerol sorbitan
laurate varlation within these limits. . _ L : =

- 3287

Type of hydrocarbon fuel. - The Brookfileld apparent viscosity data
for three identical slurries prepared with JP-4 fuel are presented in
table IV for comparison along with similar data obtained with a set of
three identical slurries prepared with JP-5 fuel. While the results
are not conclusive, certaln tentative observations may be noted.

At the end of the first day, the viscosity of the JP-5 slurries had
reached a definitely higher level than that of the JP-4 slurries. At
the end of 1 week, the JP-4 slurries had increased in viscosity to almost v
twice thelr original values and were very close to the viscosities of the -
JP-5 slufries, which iIncreased only slightly or not at all. After 16
days, the viscosities of the JP-4 slurries had decreased fairly rapidly i
almost to thelr original values, while those of the JP-5 samples changed
only very slightly. The rates of increase and decrease were apparently
appreciasbly greater during the first 2 or 3 weeks. Viscoslty reedings
were taken agaein at the end of 4 weeks and then approximately weekly for
3 more weeks. A generally decreasing viscosity pattern was observed
during this period. The viscosity of the JP-5 slurries remained generally
higher than the corresponding JP-4 slurries, although the rate of vis- -
cosity decrease appeared to be somewhat greater for the JP-5 slurries.
The higher viscosity of the JP-5 slurries is no doubt due, at least in
part, to the higher density of JP-5 which results in a corresponding
Jower volume of liquid component in the slurry for a given welght.

From the preceding observations and from some unpublished informa-
tion, it appears that either JP-4 or JP-5 fuel (or similar types) may be -
used to prepare slurries, with little or no modification required in the .
concentrations of additives used. ’
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Boron acidity. - Viscosity-time plots are presented in figure 8 for
Pour glurries bhaving identical composition except for the boron sample
used. Samples from drums 2 to 5 were used to prepare the slurries.
These curves lndicate that the acidity of the boron sample has a profound
effect on the viscosity of a given slurry. All three slurries prepared
with the boron semples of greater acidity showed low viscosities within
hours after thelr preparation, while the sample of lesser acidity gave
a slurry of conslderably higher viscosity.

A sample from drum S5, which showed an appreciably higher moisture
content (percent volatile) in sddition to its higher acidity, produced
the slurry with the shortest life. Semples from drums 3 and 4, on the
other hand, which had low moisture content and rather high acidity,
yielded slurries with relatively good stabillity 1n spite of their low
viscosities. A sample from drum 2, having low moisture content and lower
acidity, ylelded the slurry with the longest life and highest viscosity.

AT

It would appeer, then, that in order to insure uniform results in
slurry preperation, the acidity of the boron powder should be controlled
at a constant level by the supplier. In addition, powder containers
should be kept sealed untll Just before use, in order to minimize mois-
ture absorption which may be appreciable for boron powder (ref. 8) and
could seriously affect the slurry properties.

CV-2 back

Aging. - In figure 9, several typical plots of Brookfield apparent
viscosity against time after preperastion, for 50-, 55-, and 60-percent-
boron slurries in JP-4 and JP-5 fuel containing various concentrations

v of sluminum octoste and glycerol sorbitan laurate, may be seen. The
changes in viscosity with time may be attributed to several possible
causes.

It has been demonstrated (ref. 9) that hydrocarbon gels mede with
low concentratlons of metal soap show a gradual structure breakdown with
time. The rate of breakdown appears to be a function of such factors
as soap concentration, soap composition, hydrocarbon structure, and
temperature. This breakdown is manifested as a decrease in apparent
viscosity. It is probable, too, that the surface-active agent does not
exert its full effect instantaneously, but rather over an extended peri-
od of time. This gradual wetting action should also be reflected in a
gradually decreasing viscosity until the wetting actlon is essentlally
completed.

For several of the slurries studled, as Indicated in figure 9, an
increase in viecosity was observed during the first week, followed by
a period of levellng off or gradusl decreasse in viscosity. This initial
. period of increasing viscosity mey be explained on the basis of a con-
tinuous rather than instantaneous gelation process, which is not always
complete by the end of the first or second day.
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Some of the slurrles apparently reached thelr peak viscoslty very
soon after they were prepared. This peak was generally followed by a
gradusl decrease in viscosity. In a few instances, notably for the
80-percent slurries, the viscosity remained at a relatively constant
level. This may be due to the fact that for the higher boron concen-
trations, the principel contribution to viscosity was made by the solids
rather than the gelling agent, which was present in very low concentra-
tions. Even in the absence of ‘any sluminum octoate, a 60-percent-boron
slurry with 1.6 percent glycerol sorbitan leurate had a viscosity of
about 6000 centipoises, as shown in figure 9(c), but the stability was
very poor.

The apparently erratic viscosity behavlior observed in some cases
(e.g., £ig. 9(a)) may be the result of inadequate mixing before deter-
mining the viscosity, or the formation of lumps during the sging periocd.

Supplementary Viscoslty Data

Severs Extrusion Rheometer. - In figure 10 is shown the varilation
of shearing stress with rate of shear for three representative slurry
compositions measured in the Severs Rheometer. Except for one of the
glurries at relatively low rate of shear, stralght-line relations appear
to exist for the range of shear rates covered.

When the apperent viscosity is computed from the ratlo of shearing
stress to rate of shear and plotted against the reciprocal rate of shear,

the curves shown in figure 11 are obtained. Residusl viscosities (ref. l)_"

may be obtained by extrapolation of the curves to infinite rate of shear.
The plot obtained for the 55-percent-boron slurry indicates virtually no
change in apparent viscosity over the range investigated, although the
viscosity level 1s considerably lower than the corresponding Brookfield
apparent viscosity. The 50-percent-boron slurry containlng 0.3 percent
gluminum octoate had a much higher Brookfield apperent viscosity than
the 50-percent slurry containing 0.2 percent aluminum octoate, but showed
a very rapid drop in apperent viscosity with increasing rate of shear.
Although the Brookfield apparent viscosities of the 50- and 55-percent-
boron slurries containing 0.2 percent aluminum octoete were very similar,
the apparent viscosity of the 50-percent slurry at high rates of shear
was appreciably lower. For all three cases, the apparent viscosities
computed from the Severs Rheometer data at high rates of shear were

much lower than the corresponding Brookfield aspparent viscositles.

Stormer rotational viscometer. - Three sets of date are plotted in
figure 12 for the 50-, 55-, and 60-percent-boron slurries containing
various concentrations of aluminum octoate. These data were obtained
by use of the Stormer rotationel viscometer as described. It may be
noted that, for the 50- and 55-percent slurries, the area of the loop

3287
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appears to increase with increasing aluminum octoate concentration,
possibly indicating increased thixotropy. The 60-percent-boron slurries
do not show any noticeable difference in loop area for the varilous alu-
minum octoate concentrations. Although it is impossible at this time

to draw any significant conclusions from these data regarding the rhe-
ology of these systems, the data sre presented as being typical of the
patterns obtained with the instrument for such systems.

SUMMARY OF RESULTS

In a study of boron-hydrocarbon slurry fuels prepared with l-micron
boron powder, the following results were obtained:

1. Successive batches of boron slurry made on the same day from
the same lots of ingredients had similar Brookfield apparent viscosities.

2. Satisfactory stability for up to 6 months was observed for some
of the slurries, but since these slurries were still in a stable condi-
tion at the time of publiecation of this report, the maximum total useful
life could not be reported.

3. Increasing the concentration of boron in a slurry from SO to 60
percent by weight caused exponential increases in the initial Brookfield
apparent viscosity.

4. Increasing the aluminum octoate concentration of the slurry in
the range 0.1 to 0.4 percent by weight produced marked increases in
Brookfield apparent viscosity.

5. Small increases in glycerol sorbitan laurate concentration in
the range 1.4 to 2.0 percent by weight did not cause appreciable vis-
cosity changes, but over a range of 0.5 to 4.0 percent by weight, defi-
nite decreases in viscosity were observed as the concentration was
increased.

6. Slurries prepared with JP-5 fuel appeared to reach their peak
Brookfield spparent viscosity much sooner than those prepared with JP-4
fuel, and maintained a slightly higher viscosity level. The differences
in vigcosity may be due to the difference in hydrocarbon density, which
resulted in a smaller JP-5 volume for a given weight, compared with JP-4.

7. For a given slurry composition, boron powders possessing greater
acidity, as measured by the pH of a water extract, yielded slurries having
much lower Brookfield sppsrent viscosities. Higher moilsture (volatile)
content of the powder appeared to shorten the slurry life. '
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8. The Brookfleld apparent viscositles varied with time for all
except the 60-percent-boron slurries, but did not show the same varia-
tion pattern for all slurries.

9. The apparent viscosities of boron slurries decreased greatly at
high rates of shear compared with those obtained at very low rates of
shear.

10. Rotatlonal viscometer data on some of the slurries seemed to
indicate varying degrees of thixotropy dependent on aluminum octoate
concentration, but these conclusions are only tentative.

CONCLUDING REMARKS

This experimental investigetion of the preparation and properties
of boron-hydrocarbon slurry fuels has demonstrated that stable fluid
slurries containing 50 to 60 percent by weilght of boron can be prepared.
Good qualilty control of the ingredients used is necessary, however, to
obtain reproducible properties in the slurry samples produced. Particu-
lar attention should be given (1) to the acidity and moisture content
of the boron powder, (2) constant quality of (dry) hydrocarbon used for
cerrier, and (3) selection and handling of the sluminum octoate gel
agent. By observing proper precautions, & satisfactory slurry can be
prepared by appropriaste adjustment of the concentration of the various
constituents.

Lewis Flight Propulsion Laborstory
Netlonsl Advisory Committee for Aeronautics
Cleveland, Ohio, June 28, 1954
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TABLE I. - ANALYSIS OF BORON POWDER
Drum | Average particle . Weight loss | Free boron, | Acidity of
dlameter of at 105° ¢, percent water extract,
powder, microns percent pH
1 0.92 -— 87.4 —
2 .90 0.4 89.9 5.2
3 1.06 .42 89.9 4.05
4 1.05 .47 89.9 4.55
5 1.4 2.4 88.8 4.2
6 1.10 .25 89.6 5.50

TABLE IT. - ANALYSIS OF ALUMINUM OCTOATE

Analysis Percent by weight
Total ash 17.1
Water-soluble salts 4
Free fatty acid .9

(acetone-soluble)
Moisture 1.2
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P TABLE III. - PROPERTIES OF HYDROCARBON FUELS
-3
Properties MIL-F-7914, |MIL-F-56244,
grade JP-5 |grede JP-4
Distilletion range, Op
Initisl boiling polnt 370 140
Percent evaporated
5 388 189
10 397 222
7 20 406 248
& 30 414 268
40 424 286
50 433 300
60 441 325
70 452 348
80 465 382
g0 487 427
» g5 506 459
Final boiling point 534 488
v Residue, percent l.2 1
Arometics,
Silicsa gel, percent by volume 10.4 9.8
Specific gravity, 60/60° F .816 .768
Density® at 68° F, g/ml .8115 .7876
Bydrogen-carbon ratio .162 .169
Heat of combustion, Btu/lb 18,625 18,675
Aniline point, °F 153.1 134.6

80btained on materisl passed through activated alumina.

BN ACNS R
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TABLE IV. - COMPARISON OF BROOKFIELD APPARENT VISCOSITIES OF
SIURRIES PREPARED WITH JP-4 AND JP-5 FUELS

Eﬁurry composition: 50 percent boron; 1.6 percent glycerol sorbitan
laurate; 0.3 percent aluminum octoate; 48.1 percent hydrocarbo@j

3287

Hydrocarbon fuel Brookfield apparéent g%scosity (centipoises)
sfter

1 7 18 28 37 | 44 | 49
day days | days days {days|days|days

MIL-F-5624A, grade JP-4| 6,120|11,900| 6,700| 6,130|5870}5820|5140
6,700{12,000| 7,320| 6,760|5930|5550|5150

6,660(11,100| 7,980| 6,860|5750|5830|5400

MIT-~F-7914, grade JP-5 [11,500[13,500(12,000| 9,970|9590|8660]7840

12,400{13,900|11,700|10,400|70680| 6850|6080

13,900{13,60014,700{11,500(8740} 7320|6060
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Figure 1. - Elsctron micrographs of boron powder.
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(a) Glycerol sorbitan laurate concentration, 1.6 percent.

Figure 5. - Effect of aluminum octoate concentration on Brookfield
apparent viscosities of boron slurries In JP-5 fuel.
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(b) Glycerol sorbitan laurate concentration, 1.8 percent.

Figure 5. - Continued. Effect of alumlnum octoate concentration on Brookfield
apparent viscoslties of boron slurries in JP-5 fuel.
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Figure 5. - Concluded. Effect of aluminum octoate concentration on
Brookfield apparent viscosities of boron slurries in JP-5 fuel.
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Brookfield apparent viscosity, centipoises
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JP-5 fuel.
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50-percent-boron slurries in JP-5 fuel. Aluminum octoate concentration, 0.3 percent.
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